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SUMMARY 

l I 2 5 u  
A steady-state heat-balance method is used in making measurements of 

thermal-radiation parameters, The hemispherical total emittance and normal 
solar absorptance are measured in the temperature range 280' to 600° K. 
Results are given f o r  the following surfaces which are applied to an alumi- 
num substraten four plasma-sprayed ceramics, zirconium silicate, strontium 
titanate, calcium titanate, and barium titanate; two ceramics applied by 
the Rokide Process, Rokide MA and Rokide ZS; anodized aluminum, plain and 
electrophoretically blackened; two multiple layer coatings; and Tile Coat 
paint, 4 L CWtr-L 

m e  temperature control of space systems is primarily dependent on the 
thermal-radiation parameters of the materials used on the vehicle surface 
viewing the space environment, 
spherical total emittance and normal solar absorptance, (hereinafter referred 
to as emittance and absorptance). 
eters depends on the temperature level and the environment of the space sys- 
tem, 
and given temperature level is primarily dependent on the emittance, 
absorptance is of importance to any space system of moderate temperature 
(under GOOo K) with a view of the sun, 
system is also governed by the overall space environment, the dpsi_red. tern- 
perature range, and the expected useful life of the space system, 

The important radiation parameters are hemi- 

The relative importance of these param- 

For example, the size of a radiator with a required heat-rejection rate 
The 

The choice of materials for a space 

This paper describes measurements of emittance, absorptance, and their 
The temperature range covered ratio f o r  a variety of applicable materials, 

by the measurements is 280° to 600° K. 
materials as plasma-sprayed ceramics, painted coatings and composite coatings 

The radiation parameters of such 
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consisting of t h i n  layers  of vapor deposited compounds were measured. The 
ult imate uses of such materials include low temperature rad ia tors  (under 
600° K )  and temperature control surfaces of space systems and experiments. 

Measurements are made on an apparatus designed and b u i l t  a t  t h e  L e w i s  
Research Center. This paper gives a b r i e f  descr ipt ion of t h e  apparatus 
and methods used i n  making these measurements, 
i s  given i n  reference 1. 

A more complete descr ipt ion 
Results are given f o r  several  d i f fe ren t  materials 

I together with descriptions of t he  materials. 

MEASUR'ING TECHNIQUE 

A steady-Stateheat-balance method i s  used i n  measuring t h e  radiat ion 
parameters. 
i so la ted  i n  such a manner t h a t  t he  only form of  heat t ransfer  out of the  
specimen is  accomplished by radiation, t h a t  is, t h e  t e s t  surface rad ia tes  
t o  a cold sink of known temperature. With a t e s t  specimen of known area, 
the  specimen temperature and power required t o  maintain t h a t  temperature 
constant are measured. 
means of  t h e  Stefan-Boltzmann Law. 

A t e s t  specimen i s  placed i n  a controlled environment and 

With t h i s  data, the  emittance can be calculated by 

The absorptance i s  determined i n  a two-stage measurement. The power 
required t o  maintain the specimen a t  the  same temperature i s  measured under 
two conditions; f i r s t ,  with and, then, without simulated s o l a r  energy inc i -  
dent normally on t h e  specimen, 
i s  the  r a t e  a t  which so la r  energy i s  being absorbed. 
dent solar flux the absorptance i s  calculated. 

The difference i n  the  two power measurements 
By knowing t h e  inc i -  

DESCRIPTION OF APPARATUS 

A cutaway view of t he  test  specimen assembly and heat shield i s  shown 
i n  f igure  1. The t e s t  specimen consists of a 1-inch square substrate  of 
aluminum w i t h  t h e  t e s t  surface applied or bonded t o  one side. A heater  
p l a t e  with r e s i s t i v e  heat ing is  attached t o  the  other s ide of t h e  substrate.  
The t e s t  specimen assembly i s  placed i n  a heat shield,  which covers t h e  
back and edges of the  heater  p l a t e  and the  specimen. The heat sh ie ld  and 
the  heater  p l a t e  a r e  controlled t o  the same temperature with two similar 
automatic temperature control lers .  Th i s  assures that there  is  no heat l o s s  
by rad ia t ion  from the  back and edges of t h e  tes t  specimen assembly. The 
power mil t h e r ~ ~ c c ~ p l e  leaiia rrom the tes t  specimen assembly are routed such 
t h a t  only a negl igible  amount of power is  lo s t .  
d i r e c t l y  on t h e  specimen substrate  f o r  temperature measurement of t he  tes t  
specimen. It has been found tha t  i f  a t h i n  layer  of vacuum grease i s  spread 
between the  heater  p l a t e  and the  specimen substrate,  t he  thermal conduction 

A thermocouple i s  placed 
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across the  in te r face  i s  grea t ly  increased, N o  adverse e f f ec t s  on radia-  
t i o n  parameters due t o  contamination by t h e  grease have been observed. 

The specimen assembly and t h e  heat  sh ie ld  are placed i n  a t es t  chamber 

The chamber i s  a hollow cylinder with the  test specimen 
evacuated t o  approximately torr ,  A schematic of t h e  tes t  chamber is 
given i n  figure 2, 
assembly and t h e  heat shield mounted from one end flange, 
i s  placed on t h e  oppos i te  end o f  the chamber t o  admit simulated s o l a r  rad ia-  
t i o n  when needed, A hollow sleeve with blackened w a l l s  i s  bu i l t  i n t o  t h e  
chamber, and l i qu id  nitrogen i s  circulated through it t o  obtain a known low 
temperature sink. 
tes t  surface is occupied by the  cold sink, 

A quartz window 

About 99 percent of the t o t a l  so l id  angle viewed by t h e  

The solar simulator for t he  absorptance t e s t s  u t i l i z e s  a carbon a r c  
lamp as an energy source, The output of t he  simulator i s  a collimated beam 
w i t h  a f lux  density equal t o  t h a t  of s o l a r  rad ia t ion  outside the  atmosphere 
o f  the  ear th  (0.14 w/cm2+-2%). 
within the  indicated l i m i t s  by  an automatic control ler ,  which continuously 
posi t ions a pa i r  of condensing lenses i n  the  simulator. The normalized 
spec t r a l  d i s t r ibu t ion  of t h e  irradiance of t he  simulator has been measured, 
and t h e  bes t  known value i s  p lo t ted  i n  f igure  3. Due t o  d i f f i c u l t i e s  i n  
measuring such spec t ra l  dis t r ibut ions,  some e r ro r  could be present i n  t h i s  
curveo For comparison, t h e  Johnson curve i s  a l s o  plot ted i n  f igure  3. The 
Johnson curve is t h e  spec t ra l  d i s t r ibu t ion  of so l a r  energy outside t h e  
atmosphere of the ea r th  ( r e f ,  2 ) -  
t o  one s o l a r  constant (0,14 w/cmz). 
solar simulator i s  given i n  reference 3, 

The irradiance i n  t h e  tes t  plane i s  maintained 

The area under each curve i s  equivalent 
A complete discussion of  a s i m i l a r  

The t o t a l  output of t h e  s imulator  i s  cal ibrated t o  one so la r  constant 
by two d i f f e ren t  methods, One method uses a narrow angle pyroheliometer, 
and t h e  second uses a blackbody absorptance reference, 
reference i s  a surface of notches formed 'by stacking razor blades side by 
side in  a manner similar t o  t h a t  described i n  reference 4, 
of the  reference has been computed t o  be  grea te r  than 0,99 with t h e  as- 
sumption of specular re f lec t ion ,  Tests have shown t h a t  t h e  absorptance is  
independent of t h e  inc l ina t ion  from the normal of t he  reference surface up 
t o  an angle of 30'- The inc l ina t ion  angle is  generated by ro ta t ing  the  
reference about an axis p a r a l l e l  t o  the razor blade edges, 
of ca l ibra t ion  agree t o  within 2 percent, 

The absorptance 

The absorptance 

The two methods 

An accuracy of +5 percent ( r e f .  1) for  the  emittance i s  estimated with 
temperature measurement and power losses as  t he  main sources of error .  The 
inaccuracy i n  absorptance can be  a t t r fbuted  t o  two basir S Q ~ T C P S  cf crror .  
The first is  associated with temperature control  and gower measurement, and 
i s  estimated t o  be  55 percent. 
s o l a r  simulator, This i s  caused by  day-to-day s h i f t s  i n  the  ca l ibra t ion  and 
the  spec t r a l  mismatch between the  Johnson curve and t h e  spec t r a l  d i s t r ibu t ion  
of t h e  simulator, An example of t he  latter form of e r ro r  would occur when 
the  spec t r a l  absorptance of a specimen was  high i n  a wavelength band where 

The second source of error i s  due t o  t h e  
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t he  simulator had an excess of  output energy, 
would be absorbed i n  the  t e s t  than under a t rue  so l a r  source, This leads 
t o  an e r ror  i n  the  measured absorptance. 
measured absorptance. 

I n  t h i s  case, more energy 

This type of e r ro r  occurs i n  the 

RESULTS 

Ceramic Coatings 

Measurements of emittance and absorptance have been made on several  
ceramic coatings applied t o  aluminum substrates, 
investigated f o r  possible use on radiators i n  both low and high temperature 
ranges, Measurements were made on various thicknesses of s i x  d i f fe ren t  
materials, 
the s i x  d i f fe ren t  ceramics. 
specimen. 
calcium t i tana te ,  Rokide MA, Rokide ZS, strontium t i t ana te ,  and zirconium 
s i l i c a t e ,  
thickness are  given f o r  each specimen. The coating mass was determined by 
weighing the specimen before and a f t e r  application of the  coating, 
approximation thickness is  presented only t o  give an indication of the coat- 
ing thickness, The e r ro r  i n  these measurements i s  estimated a t  k0.02 
millimeter. 
emittance; however, there  is  an increase i n  emittance as coating mass in- 
creases+ 
plot ted against  coating  mas^, 

ing the  coating mass up t o  approximately 15 milligrams per centimeter 
squared increases the  emittance of the coating, 
centimeter squared, there  is l i t t l e  fur ther  change in  emittance. 
son of  t he  emittance values with those pu3lished i n  reference 5 show a 
general agreement i n  t h e  overlapping temperature region. 

These coatings a r e  being 

Figures 4 t o  9 show emittance as a function of temperature f o r  
Table I gives the emittance a t  50O0 K f o r  each 

The ceramic coatings tha t  were measured a r e  barium t i tana te ,  

On each graph, the  coating mass per un i t  area and the approximate 

The 

It is  seen t h a t  there  is l i t t l e  temperature dependence of 

This can be seen i n  f igure 10, i n  which emittance a t  500' K i$ 
For any of  these specif ic  coatings, increas- 

Beyond 15 milligrams per 
Compari- 

The absorptance data of each specimen is given i n  Table I. I n  general 
the absorptance is constant with temperature over the measured range 406' 
t o  600° K. 
tance during the  first heating t o  600°K. 
specimens exhibited no fur ther  change in  absorptance, 
always a drop i n  absorptance, never an increase, 
mately 0-10 and i s  noticed i n  t h e  barium and calcium t i tana tes .  
s t ab i l i zed  absorptance values are those given i n  Table I. 
the geiierai appearance of t h e  specimens before and after tes t ing,  
specimens had a matted tex ture  finish.  
few dark specks during tes t ing.  

Some of the  coatings, however, showed a marked drop in  absorp- 
A f t e r  the  i n i t i a l  heating, these 

This change is 
The decrease is  approxi- 

"he f i n a l  
Table T I  ? P E Q ~ P S  

A l l  
A few of t h e  specimens acquired a 
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Anodized Aluminum 

Measurements of emittance and absorptance were made on four anodized 
aluminum specimens, 
phore t ica l ly  deposited i n t o  t h e  pores of t h e  anodized aluminum. 
anodized specimens were l e f t  plain,  
i ng  i s  t o  obtain a lightweight, high emittance coating, 
determine the increase i n  emittance caused by adding the  carbon layer  t o  
the  anodized aluminum specimens, 

Two of the  specimens had a layer  of carbon electro-  
Two other  

The purpose of t h e  carbon black coat- 
It was desired t o  

I 

The emittance measurements were made i n  the  temperature range 300' 
t o  600' K. 
specimens a r e  given i n  f igure  11, Specimen 1 i n  f igure  11 w a s  du l l e r  i n  
appearance than specimen 2. 
emittance between the  two, The emittance data for  the  t w o  blackened speci-  
mens i s  given i n  f igu re  12. These two specimens were s i m i l a r  i n  appearance 
and were black i n  color, 

Emittance against  temperature p l o t s  for t h e  two p la in  anodized 

This could account f o r  the  difference i n  

'The addi t ion of  the carbon layer has a def in i te  e f fec t  on emittance, 
The two p la in  specimens both exhibi t  decreasing emit tmce with increasing 
temperature, while the black specimens have increasing emittance with in-  
creasing temperature, The difference in  emittance between p la in  and 
blackened specimens a t  600' K i s  on the order of 25 percent with the  black 
specimens around emittance of 0 0 9 5 ,  A summary of data  f o r  the anodized 
specimens i s  presented i n  Table 111. The absorptance values were constant 
over t h e  measured temperature range, 
curs because of t he  addi t ion o f  t he  carbon layer,  

A large increase i n  absorptance oc- 

Ti le  Coat Paint 

Measurementsof emittance and absorptance have been made on aluminum 
subs t r a t e s  coated with T i l e  Coat, a whit e, epoxy-based paing. Measure- 
ments were made on two specimens around 3200 K, In order t o  apply the  
pa in t  t o  one specfmen, t he  subs t ra te  was dipped i n t o  the pa in t  and t h e  
excess w a s  allowed t o  drain off, This resul ted i n  a smooth even coating, 
The pa in t  w a s  sprayed on t h e  other substrate  r e su l t i ng  i n  a vb i t e r  coating, 
The thidkness of t he  paint  coatings were both about 0-2  millimeter, 
da ta  f o r  the two specimens is given i n  Table 111, 

The 

The emittance i s  consistent and agrees with previ n i ~  r e s 7 d t o  p& l tSkd  
fr- re fcrzzee 6, From Table I11 it i s  seen t h a t  t h e  method of appl icat ion 
a f f ec t s  t he  absorptance values, 
t h a t  w a s  11 percent lower than the  dipped coating. 
reported herein i s  much higher than that  i n  reference 6 (absorptance cc = 0 , Z O ) .  
Part of t h i s  difference can be a t t r ibu ted  t o  spec t r a l  mismatch between the  

The sprayed coating had an absorptance 
The absorptance data 
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solar simulator used i n  t h e  measurements reported herein and the  Johnson 
Curve. 

1 

t!Thickness of coating, micron 

i Alminum Si l icon 1 monoxide 

1.0 0.6 
1.0 1.2 
1.0 0 

& L O  ,6 
b .1 1.1 

An attempt was made t o  estimate t h e  e r r o r  i n  absorptance readings due 
t o  t h i s  spec t ra l  mismatch, An analysis using the  s p e c t r a l  absorptance of 
T i l e  Coat paint given i n  reference 6 and t h e  spec t ra l  d i s t r ibu t ion  of t h e  
s o l a r  simulator given i n  f i g u r e  3 indicates t h a t  t h e  absorptance readings 
reported herein are 15 percent high. 
coating with t h e  spec t ra l  absorptance of reference 6. 

This e r ro r  would apply only t o  a 

Emittance, 
E 

0.16 
.46 
.06 
.15 
a26 

Multiple Layer Coatings 

A s e r i e s  of measurements of absorptance and emittance i n  t h e  tempera- 

The purpose of these measurements was t o  s e l e c t  a 

Figure 13 shows a cross sect ion of 

t u r e  range 300° t o  415' K w a s  made on a proposed coating for  a micro- 
meteoroid satellite. 
coating with a desired absorptance t o  emittance ra t io .  
s is ted of four layers  of material. 
t h e  coating. The base w a s  0,25-millimeter s t a i n l e s s  s t e e l  with 1 2  microns 
of Mylar cemented t o  it. Vapor-deposited coatings of aluminum and s i l i c o n  
monoxide of various thicknesses were applied over the Mylar f o r  thermal 
control  purposes, The s i l i c o n  monoxide layer  w a s  t h e  outer surface of the 
coating. The data i n  the  following table  a re  emittance, absorptance, and 
t h e  absorptance t o  emittance r a t i o  for specimens with various thicknesses 
of aluminum and s i l i c o n  monoxide, The s i l i c o n  monoxide coating is t h e  
most important i n  determining the radiat ion parameters of t he  surface. In- 
creasing thicknesses of s i l i c o n  monoxide cause increasing emittance and de- 
creasing absorptance t o  emittance ratios.  The absorptance does not change 
much or show any trend with aluminum o r  s i l i c o n  monoxide thicknesses. A l l  
da ta  were consistent over t h e  narrow temperature range, and no temperature 

The coating con- 

Abs orp t  anc e, 
a 

0.19 . 15 
-18 
-1.7 
13 

Absorptance 
t o  emittanci 

r a t io ,  
=/E 

1.2 
.33 

1.2 
5n 
U" 

.86 

micron of  s i l i c o n  monoxide replaces 12 microns of ~ y ~ a r ,  
b~ microns of Mylar replaces 12 microns of mlar, 
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Heating cycle Surface color Emittance 

Temperature, Time, 
9( min 

--- --- Clear 0,67 
440 3 Clear .66 
5 40 1 Yellow a 69 
660 1 Orange-brown a 69 

CONCLUDING REMARKS 

r 

Absorptance 

0 - 2 3  
a 27 
e 38 
s 50 

The apparatus i s  capable of making measurements of the radiat ion 
parameter of a wide var ie ty  of materials, 
aluminum substrates  f o r  the  surface t o  be tested,  

t h e  emittance measurements a re  repeatable t o  withfn +1- percent, while 

t he  absorptance values repeat t o  within?- +5 percent, In  general, where 
comparisons a re  available, t he  measured emittance data  agree with published 
r e su l t s ,  
l i shed  absorptance data f o r  Ti le  Coat paint, which is the  only absorptance 
data  comparison made. This seem8 tsn ind-lcate tkzt  if x i  e r r o r  t~ iiiiier-aii 
i n  the  measurements reported herein it i s  with the  irradiance of the solgr 
simulator or with application and handling techniques. It can be concluded 
t h a t  t he re  is  a thickness of ceramic coating beyond which addi t ional  appli-  
cation of ceramic has l i t t l e  e f f ec t  on emittance. Similarly, emittance 
values over a large range can be achieved with proper select ion of thick- 
nesses of t h e  vapor-deposited layers  fo r  the multiple layer  coating, 

All measurements were made with 
For a given specimen, 

1 
2 

There is a large difference, however between measured and pub- 
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TABLE 1. - EMITTANCE AND ABSORFTANCE 

Substance 

Barium 
titanate 

1 

Calcium 
ti tanate  

Rokide MA 

Rokide ZS 

I 
i 

i 1 Strontium 
ti tana te  

Zirconium 
s i l i c a t e  

FOR CERAMIC COATINGS 

kss/unit area, 
mg/cm2 

5.9 

1 7  

49 

6.2 

11.3 

23 

2.3 

6.0 
> 

31 

6-5 

1 2  

28 

40 

8.3 

9-5 

29 

Emittance, a 
€ 

0.75 

0.82 

0.87 

0.75 

0.82 

0.88 

0.55 

0.71 

0-82 

0.79 

0-89 

0.81 

0-82 

0.83 

0.83 

0.83 

0.86 

Absorptance,S: 
a 

0.65 

0.61 

0.74 

0.72 

0.70 

0.70 

0-55 

0.58 

0.41 

0.54 

0.45 

0-73 

0-76 

0.64 

0-46 

0.38 

0.37 
~ 

a A t  500' K. 

bMeasurement a t  400' t o  600' K. 
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TABLE 11. - DESCRIFJT-ON OF CERAMIC COATINGS 

Substance Method of Appearance I 
IBeforetest I application 

process 

Rokide 
pr  oce s s 

Plasma-arc 
spraying 

Plasma-arc 
spraying 

-_--_.------I 

Bar ium 

Calcium 
red  t i n t  

blue t i n t  

Light grey w i t h  
blue t i n t  

Dark grey 

L i g h t  grey 

Rokide ZS 

-- 
Strontium 

titanate 

Zirconium 
ti tanate 

I After test  

No  change 

G+ 
No change 

No  change 

I 

N o  change i No change 

I 
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TABLE 111. - EMTLlTANCE AND ABS0RP"CE FOR 

ANODIZED ALUMINUM AND TIIX COAT PAINT 

Coating 

Anodized 
plain 1 

Anodized 
plain 2 

Emittance, 
€ 

temperatur E 

5000 K 

0.71 1 500' K 

I Anodized I 0.94 I 5 0 O K  

1 blackened 11 I 
Anodi zed 

blackened 2 
0.97 

Dipped T i l e  I 0.89 
Coat 

Sprayed T i l e  
Coat 

0.89 

500' K 

330' K 
~~ 

330' K 

Absorptance, 
a 

Value 

0.57 

0.48 

0.97 

0.97 

0.38 

0.34 

Temperature 
range 

400' to 
600' K 

400' t o  
600° K 

400° t o  
600' K 

400° t o  
600° K 

320' K 

320' K 
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Figure  2 .  - Schematic of t e s t  chamber. 
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Figure 3. - Normalized spectral distribution of solar simulator irradiance. 
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Figure 4. - Emittance as a function of temperature (barium titanate). 
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